
FIG. 2.1  Thermal conductivity of some common solids as a function of 
temperature (compiled from data in Radebaugh et al. 2001, Johnson 1960, 
White and Meeson 2002, and Cryo. Mat. Prop. Prog. 2001).  Tabulated data 
for these and additional materials are given in Appendix A6.7.
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